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I I. MAGNETIC STRUCTURE OF Ho Mn
6 23

A. INTRODUCTION

HoMn23 crystallizes in the cubic Th6 Mn2 3 type structure. This structure

consists of five non-equivalent lattice sites. The Ho occupies a single

lattice site, e. Manganese occupies four lattice sites, b, d, fand f In

this structure the local site symmetry of the Ho atom is not cubic, but

uniaxial with point symmetry 4mm. The major axis is along <111>. For uniaxial

". symmetry the anisotropy is governed by the second order term in the crystal

field Hamiltonian. The sign of the second order Stevens coefficient for the

atom defines the easy direction of magnetization for the atom, a positive sign

indicating an easy direction parallel to the uniaxis and a negative sign

indicating an easy plane perpendicular to the uniaxis. For Dy and Ho the

* second order Stevens coefficient is negative, indicating that the easy

direction of magnetization for Ho Mn and DMn 23 should be <110>. The
623 Dy6  2

magnetization measurements performed by Hardman et.al. on a single crystal of

DY6Mn2 3 [1,2] do show this to be true for the Dy compound. However, the

" magnetization versus internal magnetic field curves for the three directions

[110], C111] and C00] at 4.2K show that at this temperature the saturation

magnetization is not reached even for extremely high fields (100-150 kOe).

.- This indicates a non-collinear magnetic structure for the compound. Although a

similar single crystal experiment has not been performed on Ho Mn thus far,
6 23t

"-. since both Dy and Ho have negative second order Stevens coefficients in their

crystal Hamiltonian and since they both crystallize in the same crystal

structure, a similar non-collinear magnetic structure would be expected for

Ho6Mn2 as well. Magnetization measurements performed on polycrystalline

- -" - . , .6. 23 - --- " ....... -



samples of HoMn2 3  by Pourarian et.al. [3] show that the saturation

magnetization decreases very rapidly with temperature. At 4.2K the

magnetization of the sample at a magnetic field of 50 kOe is found to be •.

59. 8oB/f.u., whereas at 77K the magnetization approaches approximately

36 vB/f.u. (figure 1). This could possibly indicate an increasing magnetic

disorder in the rare earth sublattice, leading to a lower average magnetic

moment per atom.

B. EXPERIMENTAL

Ho6 Mn2 3 was prepared by melting together stoichiometric amounts of Ho and

Mn (99.9% purity) in a water-cooled copper boat, using rf induction heating

in an atmosphere of gettered argon. The alloy ingot was turned over and melted

several times to assure sample homogeneity. A powder x-ray diffraction pattern

of the cast Ho 6Mn23 was recorded on a GE diffractometer using CuKS radiation.

The diffraction pattern showed only peaks belonging to a single phase.

High-resolution neutron diffraction measurements were made on the

powdered sample contained in a cylindrical vanadium can at the University of r

Missouri Research Reactor facility in Columbia. The patterns from 28=6.50 to

800 were measured using a five detector powder unit at a wavelength of 1.293+.

The data were analyzed using a modified Rietveld profile refinement procedure

awhich includes fitted background parameters. The magnetic form factor for Ho

was that measured by Koehler et.al. [4], and that for Mn was taken from Shull•

-12
and Wollan [5]. Nuclear scattering amplitudes of Ho (equal to 0.850x1 2 cm)

~-12
and Mn (-0.370x1o cm) were obtained from Bacon [6].

- C. RESULTS AND DISCUSSION

The refined structural parameters for Ho Mn at 77K in the Fm m
6 23

t structure are given in Table I. No constraints were used in the final

refinement, the value of X, defined as the ratio of the R-factor of the'.5. :
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TABLE I

REFINED ATOMIC PARAMETERS FOR Ho Mn2  AT 77K IN THE

Fm3m STRUCTURE 2

Site Refined coordinates Population
x y z

Ho e 0.2043 0.0 0.0 0.1496

Mn b 0.5 0.5 0.5 0.025

Mn d 0.0 0.25 0.25 0.1500

Mn f 0.1775 0.1775 0.1775 0.2000

Mn f 0.3791 0.3791 0.3791 0.2000
2

Cell parameter,a - 12.3282 _ 0.004A

Temperature factor for Ho " 0.0

Temperature factor for Mn = 0.0

R-ifactor (weighted profile) = 3.31%

R-factor (expected) = 1.55%

X - 2.14

R-factor (nuclear) - 5.641

Computer refined stoichiometry for the compound is
H°6 Mn2 3 0 6

F4.

<4

4r4

' _. " -



weighted profile to the expected R-factor, gives an indication of the quality

of the fit. Since the expected R factor for our data is very low (1.55%), a

- value for X of 2.14 is acceptable. The neutron diffraction scan for Ho Mn is
6 23

shown in figure 2. The dotted profile represents the actual data points, and

the smooth curve represents the calculated values.

The isotropic temperature factor and the B-factors (individual thermal

factors) for the individual atoms were constrained to be zero. When these

constraints were lifted, the thermal factors tended to be slightly negative

(approximately -0.01 for Ho and -0.1 for Mn). Since negative thermal factors

.[are unphysical, they were arbitrarily set equal to zero. The temperature
6'

factor, scale factor and background have high correlation coefficients in the

Rietveld method. Accordingly, the negative temperature factors probably

result from errors generated elsewhere in the fitting routine, and which

accumulate in the temperature factors in an attempt to minimize the overall

R-factor.

The cell parameters and the relative atom positions of Ho Mn were
6 23

i compared with those of Ho6Fe23, Y6Mn23 and Y6Mn23 in order to detect any

systematic trends (Table II). All four compounds are believed to crystallize

in the Fm3m, Th6Mn23, structure.

For a given rare earth atom R, there is a large difference in the cell

parameter between the R 6Mn23 and the R6Fe23 compounds. When R is Dy, Ho, Er,

or Tm this difference is about 0.3A. For Lu the difference in cell size is

approximately 0.26A, and for Y it is 0.37A. Thus, the difference in cell size

seems to arise mainly from the relative sizes of the Mn and Fe atoms. Mn

atoms, being the larger, are contained in a crystal structure with a larger

unit cell. The variation among the rare earth systems may be due to the

difference in size of the rare earth atoms and differences in bonding.

5
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TABLE II

6A COMPARISON OF ATOMIC PARAMETERS OF THE Th 6M 23 TYPE STRUCTURES

Compound Temp a e(x) f. (X) f (X)
o 2

Ho Mn 78K 12-328 0.20143 0.1775 0.3796 23

Ho Fe2  78K 12.004 0.205 0.175 0.379

6 Mn
Y6 Mn23 4JK 12.1403 0.205 0.179 0.379

Y 23 300K 12.063 0.207 0.177 0.379

7



"_-
A comparison of the atom positions in HoYMn HoFe Y Mn and Y6Fe

H6Mn23, 0o6 e23 ' 6 23 6 23

(Table II) shows that in all four systems the relative positions of all the 98

atoms remain essentially the same. There is a very slight variation in the

position of the f site. In both Ho and Y systems the position of the f site

is slighty shifted (x increases by 0.002a when the transition metal ts
0

changed from Fe to Mn.) However the change is so slight that it is difficult

to draw any conclusions from it. If this shift is real, then it is due to the

changes in transition metal-transition metal interactions. It is not

influenced by any rare earth interactions.

The refined magnetic moments for Ho6Mn23 are given in Table II. The best
IT-6 2_-
refined structure proved to be non-collinear, with the Ho moments at an angle

0of 33 to the Mn moments. Since the structure is cubic, it is not possible to

obtain the absolute moment directions from the Rietveld refinement programs.

It has previously been established [7], using polarized neutron and

. magnetization data, that in Y Mn the Mn moments align ferrimagnetically
along 6 23 62

along the body diagonal (the <111> direction). In Ho Mn the moments are also

. aligned ferrimagnetically. The b and d moments are antiparallel to the f1 and

f moments. It is reasonable to believe that these moments lie along the <111>2

axis, or close to it. A comparison of the 100 Mn moments in Ho6M23 with those

in Y 6Mn23 are given in Table IV.

Both neutron diffraction [7] and polarized neutron beam [8] experiments

have been previously performed on Y Mn at 4K and 295K. The value of the Mn
6 23

moment at 77K should be closer to that obtained at 4K than that obtained at

295K. There is a fairly wide variation in the reported data. Our values of

2.0, 2.2 and 1.9wB/f.u. for the Mn moments at the d, fl and f sites

respectively agree fairly well with the equivalent moments for Y6Mn23 at 4K.

The moment of 2.1pB/f.u. at the b site is somewhat lower than expected.
B4

* 8
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t. TABLE III

MAGNETIC MOMENTS IN uB/ATOM FOR HoMn AT 77KB 0623 .

S Atom Site Moment ea

Ho e 3.8 ± 0.1 33.4'
.. -- - .-.

Mn b -2.1 ± 0.3 0.0 0

Mn d -2.01 + 0.06 0.00

Mn f 2.2 ± 0.1 0.00

l Mn f12 1.85 ± 0.07 0.00

a Angle between the magnetic moment and the <111>

direction of the unit cell.

Calculated bulk magnetic moment per f.u -39.3

Experimental bulk magnetic moment per f.u - 36.0uB

Magnetic R-factor = 6.80%

..,. .

s-.-
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TABLE IV

A COMPARISON OF MAGNETIC MOMENTS IN THE HOLMIUM AND YTTRIUM SYSTEMS

Compound Temp(K) Magnetic Moment (4B/f u.) T (K)

R M(b) M(d) M(f 1 ) Mf 2 )

Ho Mn23 77 3.83 -2.1 -2.0 2.2 1.9 434

Ho6Fe2 3  78 -9.3 2.2 1.1 1.5 1.9 510

Y6 Fe23  77 0.0 3.22 1.34 1.54 1.62 484

4 0.0 2.14 1.90 2.11 2.32

Y6 Mn2 3  4 0.0 -3.05 -2.34 1.99 1.80 486

-4.34 -2.85 2.08 2.17

295 0.0 -2.71 -1.97 1.61 1.43

Polarized neutron data

Y6 Mn23  4.2 0.0 -2.8 -2.07 1.79 1.77

300 0.0 -2.75 -1.72 1.52 1.27

P 10

..............



However, since the b site has a multiplicity of one compared with

multiplicities for the d, if and if sites of 6, 8 and 8 respectively, the
1 2

moment at the b site may carry a larger error. There is some doubt as to the

validity of the magnitude of the errors for magnetic moments that are

calculated by the Rietveld method [93. Several authors have suggested that the

actual errors in the moments may be much larger than those calculated by this

method. However, to date a better method for calculation of the errors has not

been found.

Due to the large asymmetry of the Ho 4f charge distribution, its moment

* should prefer to align in a plane perpendicular to the <111> direction.

bi Quantitatively, this anisotropy can be given in terms of the Stevens

coefficients. Although the crystal structure of Ho Mn is face centred cubic,6 23

the point symmetry of the Ho atom site is uniaxial, with the major axis being

the cube axis on which the Ho atom lies. Thus, the second order terms of the

crystal field are dominant. In terms of the Steven's formulation, the crystal

field Hamiltonian of a Ho atom Is

0 0H H- SoH + SV 0B ex J 2 2
V 0is characteristic of the Ho atom environment, and the term S V0

2 J 2

determines the strength of the anisotropy. For Ho, S is negative, indicating
J

a planar anisotropy perpendicular to the uniaxis. On the other hand, the Mn

moments In the absence of any other moments would align along the <111>

direction. The angle between the actual Ho and Mn moments is 330 suggesting

that all the moments lie between the <110> and <111> directions, the Ho moment

being close to the (110) direction and the Mn moment being closer to the <111>

direction. It is expected that the Ho anisotropy is the dominant effect.

As determined from the neutron diffraction results, the Ho moment

*( 3.8uIB/atom) Is far removed from the free ion value of 10. 6uB/atom.

B B1
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Refinements in which large moments were forced on the Ho atom yielded very "

high R-values.

Except in the case of HoFe AlS [10], where no Ho moment was detected even

at 4.2K, such a low value for the Ho moment has not been reported for any

Ho-transition metal alloy at this temperature. Fo- the cubic Laves phase

structure of HoMn2 , the Ho moment at 4K was calculated to be 7.2uB/atom by

Chamberlain £11], and 8.1UB/atom by Hardman et.al. [12]. Chamberlain suggested

that the low Ho moment was due to a covalent moment transfer from Mn to Ho,

making the net Ho moment lower. Hardman's results show a very low moment for

the Mn atom (-0. 84.B/atom), which strengthens this argument. In Ho Mn all
,6 23

the Mn moments were found to be around 2UB /atom. Thus, even if there is such a

"" covalent moment transfer, it should not lead to a very large reduction in the

rare earth moment.

Since the lattice parameter and the atom positions are the same in Y 6Mn23

- and Ho6 Mn2 3 , in the absence of rare earth-transition metal moment density

interactions, the Mn atoms in Ho6 Mn23 should carry the same moments as those

* in Y Mn If we take these to be 3.05, 2.34, -1.99 and -1.84uB at the b,
6 23*

d, f1, and f2 sites respectively, and compare with those obtained for Ho Mn2 -6 23

" of 2.1, 2.0, -2.2 and -1.9 tB/atom, then it is possible that there is moment

__ transfer from the b and d sites. Taking multiplicities into account, this

would reduce the Ho moment by about 0.5uB/atom. Thus Chamberlain's idea of

covalent moment transfer from the Mn to the Ho atoms cannot account for the

large reduction in the Ho moment.

Specific heat measurements were performed on Ho Mn by Tompson et.al.

[13] in order to detect evidence for changes in the magnetic spin structure at

low temperatures. The curve of specific heat against temperature did not show

* 12
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a prominent peak which would indicate a structural change. The curves show an

upward turn in the vicinity of 2K, the reason for which is not clear.

Thus, we can estimate a value for the Ho moment at 4K by using the bulk

magnetic moment and the Mn moments obtained by neutron diffraction. If we -.

assume that the angle between the Ho moment and the net Mn moment remains

0unchanged at 33.4 and that the Mn moments do not change significantly at the

lower temperature, then to obtain a net magnetic moment of 59.8 v /f.u. the Ho

moment has to be approximately 7.3 4latom. This value is still

significantly reduced from the free ion value of 10.6u The value of
B.

7.3uB/atom gives an upper limit for the Ho moment at 4K. As the temperature is

reduced from 77K to 4K, it is possible that the angle between the moments of

.the two sublattices decreases also. This would further reduce the Ho moment.

The low moment on the Ho atoms may stem from disorder in the Ho

sublattice. Ho atoms are bound to each other by indirect coupling. These are

by far the weakest type of coupling in the lattice. 3d-3d couplings and rare

earth-3d couplings rule the lattice, and the R moments arrange according to

this. The R moments are regarded as trivalent localized moments (R +). Since

the spatial extent of the 4f wavefunctions is small, this assumption is

justified in many cases. Since the 4f wavefunctions do not overlap, the

presence of exchange interactions is explained as due to indirect exchange via

spin polarization of the s conduction electrons. This type of interaction is

known as Rudermann-Kittel-Kasuya-Yosida (RKKY)type. The weakly coupled rare

earth moments may be fanning around the net Ho moment direction. This would

lead to a reduction in the spatially averaged moment. Such spatial

averaging has been suggested for HoFe2D by Rhyne et.al. C4]. As the.
2 3.5 b hn ta.D .A h

temperature is increased from 4K to 77K the disorder would increase, further

. lowering the moment. The fact that the Ho moment is high in Ho6Fe23 may be

.:" 13
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explained as being due to a smaller unit cell size. The Ho-Fe interaction may

be stronger than the Ho-Mn interaction due to the smaller interatomic

distance. The zero Ho moment in Ho Fe Al may be due to its extremely low

ordering temperature (25±5K) which corresponds to the onset of long range

order in the transition metal sublattice. Since the rare earth-3d interactions

are an order of magnitude weaker than the 3d-3d interactions, a temperature of"

4.2K may not be sufficiently low for the rare earth sublattice to order.

The experimental bulk magnetic moment at 77K has been found to be

.. approximately 3 6 MB/f.u. by Pourarian et.al. [3]. The calculated value from

our neutron diffraction results is 39.6u/f.u. The value calculated from the

neutron data is not very reliable because of the large overall error which is

produced when summing the individual moments of the 29 atoms in the unit cell.

1t'e
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II. MAGNETIC AND CRYSTALLOGRAPHIC STRUCTURE OF Ho6 Mn2 3 D22

p*-.,

A. INTRODUCTION

Ho 6Mn 23mfalls into the category of a large class of compounds having the

66 23'

The crystal structures of these compounds are face-centered cubic, space group

Fm3m. There are four formula units per unit cell. The rare earth atom occupies

a unique e site which has a uniaxial point symmetry, while the transition

metal atoms occupy the b, d, f1, and f2 sites.

Most of these compounds have very interesting and unusual magnetic

* properties. When H or D atoms are introduced into these compounds, the

magnetic properties often change dramatically. For example, Y6Mn2 3  is a

ferrimagnet with a Curie temperature of 486K, while its hydride is a Pauli

paramagnet. In contrast, the isostructural compound Th Mn is a Pauli
6 23

paramagnet at room temperature, but becomes ferrimagnetic upon the

introduction of H atoms into the system.

Neutron diffraction studies performed on Y MnD [15], Th Mn D [16],
6 23023 6 23 16

and Ho Fe Dx (x - 1.5, 8.2, 15.7) [7] show that these compounds retain the
6 23x

face-centered cubic structure of the parent compound at room temperature, but

transform to a tetragonal structure (space group P4/mmm) below the magnetic

ordering temperature. The exceptions are Th Mn D [16], which retains the
6 23 30

Fm3m structure down to 4K, and Ho 6Fe23D12.1 [17], which has has been analyzed

..* assuming a body-centered tetragonal structure, space group LI/mmm, at room "]]

temperature.

15



Structural analysis of Y 6Mn 23D23 at 78K and 4K reveals that the moments

on the Mn atoms order themselves to yield a weakly antiferromagnetic

structure. The Mn moments that are ordered lie along the uniaxial direction of

the tetragonal cell. In contrast, the Ho and Fe moments in Ho6Fe23 D compounds

lie in the basal plane. Thus, in Ho Mn and its deuterides there are two
6 23

opposing effects of anisotropy, the Mn atoms which tend to align moments out %

of the basal plane and the Ho atoms which favor the moments to lie in the

basal plane.

The non-deuterated Ho 6Mn23 compound has a Curie temperature of 434K, and
-I -1

a bulk magnetic moment of approximately 36 v mol at 77K and 59.3 mol

at 4.2K. It crystallizes in the Th6Mn23-type, face- centered cubic structure.

At 77K its magnetic structure is non-collinear with the Ho moments tilted at

an angle of 33.4 to the Mn moments. The Ho atom carries a moment of 3.3 Ll
while the Mn moments at the b, d fl and f2 sites are 2.1, 2.0, 2.2 and '.9 pB

/atom respectively. Upon deuteration, the compound becomes antiferromagnetic,

with a Neel temperature of approximately lOOK.

PMany studies have focussed on understanding the stability criteria and

factors governing the hydrogen site preferences and the observed

• .stoichiometries of intermetallic hydrides. The model put forward by Miedema

and coworkers [18] relates the stabilities of the intermetallic hydrides to

their enthalpy of formation. This model was extended by Jacob et.al. [719,20]

to calculate enthalpies of formation of imaginary binary hydrides at the

Interstitial sites to determine the preferred sites for H or D occupation.

This semiempirical model has been applied to some RM, and R Mn,h ydrides.

Westlake [21-25] uses criteria of minimum hole size and minimum H-H distance

to rationalize the observed H occupancies and stoichiometries of several types

lb



of intermetallic hydrides. This geometric model has been successfully applied

to several R Mn hydrides

We have carried out powder neutron diffraction studies of Ho Mn D at
6 23 22

room temperature and 9K to determine its crystallographic structure, the

distribution of the D atoms among the occupied sites, and the nature of the

magnetic structure below the ordering temperature.

B. EXPERIMENTAL

An ingot of Ho6Mn2 3 was prepared by induction melting of the 99.9% pure

-ielements in the appropriate stoichiometric amounts in a water-cooled copper

'" boat under an argon atmosphere. X-ray diffraction patterns exhibited only

lines belonging to the face-centered cubic (Fm3m) single phase. The ingot was

*! deuterated with 99.5% deuterium in a stainless steel vessel at 20 atm and

0
110 C for 2 hours [26]. Pressure-volume measurements indicated approximately

23 atoms of deuterium absorbed per formula unit of Ho6 Mn2 3 . The deuteration

shattered the ingot into a very fine powder which was then placed in an

aluminum container for the diffraction experiments. Neutron diffraction data

at room temperature and 9K were collected from 2e5 0 to 800 at 0.10 intervals

using a two-axis diffractometer at the University of Missouri Research Reactor

- at Columbia (X-1.293A). The data were analyzed using a modified Rietveld

profile technique [27]. In the final refinement no constraints were used. The

deuterium populations at the different sites and the magnetic moments on the

- Ho and Mn atoms could not be refined at the same time due to large correlation

coefficients which produced unrealistic values for these parameters. They were

. refined alternately until the R factors and X values were minimized. The

* scattering lengths for Ho, Mn and D were obtained from Bacon [6

17
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bo- 0.850 x 10 cmHo

bMn'-0. 3 7 0 x 10-  cm 

-12 
,V

bD -0.667 x 10 cm.

C. RESULTS AND DISCUSSION

1. Crystallographic structure of HoMn23D22  at 298 and 9K. At 298K,
23-222,

Ho Mn2D has no long range magnetic ordering, whereas at 9K it is6 23 22

antiferromagnetically ordered. A comparison of the neutron diffraction spectra

at the two temperatures shows that at the lower temperature additional peaks

appear. To index these peaks it is neccessary to assume that that the compound
has tetragonal symmetry at 9K. Since the non-deuterated compound Ho6 Mn23 is

face-centered cubic, one is faced with the question of whether the structural

transformation occurs upon deuteration, or only at the onset of magnetic

order. Earlier neutron diffraction studies on Y6Mn23D23 C26] and Er6 mn 23D23

C28] were performed on the former assumption, and the structures both above

and below the ordering temperatures were refined using a tetragonal body-

centered unit cell, space group I4/mmm. A more recent study on Y Mn2D [1536 23023 L5

using higher resolution data over a wider angular range (2el10 ° to 1150) shows

- that above the ordering temperature the peaks can be fitted using the Fm3m

space group and that there is no broadening or splitting of peaks relative to

those of YMn23 Thus, at room temperature the deuterated compound retains the

face centered cubic structure of the paren. compound. The high temperature

scan of Ho 6Mn23D22 was fitted to both a Fm3m structure and an 14/mmm!

.. structure.The structural parameters are given in tables V and VI. In both

cases the X values are acceptable. The lower X value in the I4/mmm structure

could arise from the lower symmetry of this structure when compared to that of

the Fm3m structure, which leads to more refinable parameters.

18
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TABLE V

ATOMIC PARAMETERS FOR Ho6Mn 2 3D22 AT 298K IN THE FCC

(Fm3m) STRUCTURE

,p Refined Coordinates
Site N N(max) x y z B

Ho e 12 12 0.2054 0.0 0.0 0.23

Mn b 2 2 0.5 0.5 0.5 0.25

Mn d 12 12 0.0 0.25 0.25 0.25

Mn f 16 16 0.1803 0.1803 0.1803 0.25
1

Mn f 16 16 0.3701 0.3701 0.3701 0.25
2

D a 2 2 0.0 0.0 0.0 2.67

D f 11 16 0.0967 0.0967 0.0967 2.67
3

D j 18 48 0.0 0.1696 0.3700 2.67

D k 12 48 0.1623 0.1623 0.0464 2.67

3 Cell Parameter a - 12.773 _ .001 A

R-factor (weighted profile) = 483%

R-factor (expected) = 2.45%

x - 1.97%

Note: N is the refined occupancy of the site per two
formula units

N(max) is the maximum occupancy
B is the Debye-.Waller temperature factor.

19
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TABLE VI

STRUCTURAL PARAMETERS FOR Ho 6Mn23D22 IN THE I4/mmm

SPACE GROUP

Site Refined Coordinates Population B
x y z N

Ho e 0.0 0.0 0.205 0.05 0.47

Ho h 0.205 0.205 0.0 0.10 0.47

Mn b 0.0 0.0 0.5 0.025 0.42
f 0.25 0.25 0.25 0.10 0.42
c 0.50 0.0 0.0 0.05 0.42
n 0.360 0.0 0.180 0.20 0.42
n 0.743 0.0 0.372 0.20 0.422

D a 0.0 0.0 0.0 0.024 3.61
n 0.203 0.0 0.093 0.147 3.61
1 0.561 0.170 0.0 0.059 3.61
m 0.368 0.368 0.156 0.159 3.61
0 0.208 0.118 0.166 0.124 3.61

a - 9.004 ± 0.004A

c - 12.641 0 .010A

* R-factor (profile) -3.3%
R-factor (weighted profile -4.17%

x -1.74

20
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At 9K, the compound has a tetragonal structure. Two possible space groups

which fit this structure are I4/mmm and P4/mmm. Hardman et.al. [15] observed

that the neutron diffraction pattern for Y Mn D contained peaks at
V, 6 23 23

28-56.30, 69.40 and 69.9 that were predominantly nuclear peaks, which are not ,7

allowed in the 14/mmm space group, but which are allowed in the P4/mmm space

group. A careful inspection of the spectrum of Ho6 MnD showed that the
623 22

peaks were not sufficiently resolved in this region to pick out similar

individual reflections which would conclusively determine the correct space

group. However, the Rietveld refinement gave a much better fit to the model

having space group P4/mmm. The model assuming I4/mmm space group gave an

especially poor fit at the peak at location 2e-42.5 This peaks consists of

two dominant contributions from the 226 and 432 reflections which are

predominantly nuclear. The former reflection is allowed by both space groups,

whereas the latter is only allowed in the PM/mmm space group. Thus, P4/mmm was

chosen to be the correct space group representing the structure of Ho 6Mn 23D22

at 9K. At room temperature the structure can be represented by the Fm3m space

group, similar to that of Y6Mn 23 23' Figure 3 gives the profile fit to the

neutron diffraction data assuming this structure.

At room temperature the deuterium atoms are found to occupy the a, f3, 2

and k sites. The number of atoms per formula unit at each of the sites is

found to be 1, 5.5, 9 and 6 respectively. In Y Mn D the deuterium atoms
6' 23 23

"* occupy the same sites with 1, 5, 10 and 7 atoms per formula unit respectively

[15]. The structural parameters for Y6Mn23D23 at 298K are given in Table VII.

*] The relative atom positions for both atoms are essentially the same. The unit

cell dimension in the Y compound is larger than that in the Ho compound. This

could be due to either the lanthanide contraction which makes Ho a smaller

atom than Y, or to differences in electronic effects between the Ho-Mn-D and

21



L 
-N.

CN.

00T

* Ln
- 0w

Lt CD-

(NJ . CIO

70



TABLE VII

ATOMIC PARAMETERS FOR Y6Mn2 3D2 3 AT 298K IN THE FCC

(Fm3m) STRUCTURE

Refined Coordinates

Site N N(max) x y z B

- Y e 12 12 0.205 0.0 0.0 0.82

Mn b 2 2 0.5 0.5 0.5 0.47

Mn d 12 12 0.0 0.25 0.25 0.47

Mn f1  16 16 0.179 0.179 0.179 0.47

Mn f 16 16 0.372 0.372 0.372 0.47
2

SD a 2 2 0.0 0.0 0.0 6.35

D f3  10 16 0.100 0.100 0.100 1.37

D j, 20 48 0.0 0.169 0.373 4.95

D k 14 48 0.161 0.161 0.049 2.28

SCell Parameter, a - 12.805 A

2-
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Y-Mn-D. Oesterreicher [29] has pointed out that it is often not possible to

distinguish between size and electronic effects as both vary in a similar

fashion in the periodic table.

The deuterium atom population amongst the various sites obtained in this ,

4 study can be compared with those predicted by Jacob's heat of formation model

[20] and with Westlake's geometric model [23,24]. In the former model the

stability of the hydrogen atom at a given site is estimated by calculating the

heat of formation of the imaginary binary hydrides formed between the hydrogen

atom and the host metal atoms forming the interstitial site. By adding these

heats of formation, a value of AH' is assigned to each site. The hydrogen

occupation amongst the various interstices is obtained using the Boltzmann
*-"" distribution function and the AH' values for the interstices. For the R M.

6 23

system Jacob considered seven interstices for possible hydrogen or deuterium

h occupation; a, f3, k, j.1  i, 12 and e2. The four interstices having the

largest negative AM' values, given in the order of decreasing absolute

magnitude, are a, f3, k and i. A neutron diffraction study by Commandre et.al.

[30] found deuterium atoms at the a, f3 and j sites. To explain these results

Jacob modified the theory to account for H-H repulsive forces where

neccessary. Due to the proximity of the f site, the k site cannot be filled
3

while the f site is full. The hydrogen atom at the f site would cause a
3 3

strong electrostatic repulsive force at the k site. Thus deuterium atoms would

. completely fill the a and f sites, then they would fill the i site. The
* 3
distorted octahedral i site predicted by Jacob is in very close proximity to

*[) the j site reported by Commandre et.al. :30]. Our results for Ho.Mn2D show

0 23D22

that the deuterium atoms occupy the a, f3, j and k sites. The distorted

octahedral i site at (0.36,0.1'4,0) as described by Jacob correlates with our j

site at (0.0,0.17,0.37). Contrary to the prediction by Jacob that the f site
3

24• I _16 :::7
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would be full and the k site empty, we find that the f site contains 5.5
3

. atoms, whereas its maximum occupancy is 8 atoms, and the k site contains 6

*[ atoms. Thus our results do not agree completely with Jacob's model. The

shortcomings of Jacob's model have been discussed by Westlake in a review

article on intermetallic hydrides [22]. Among other objections, he points out

that the enthalpy of formation of the intermetallic hydride is ignored, and

* that the hydrogen atom distribution function is arbitrary. He concludes that

the agreement between theory and experiment is accidental and has no physical

basis.

According to Westlake's model, in stable intermetallic hydrides the
iW

hydrogen atoms only occupy sites which are large enough to accomodate spheres

of radius O.4OA. Due to the H-H repulsive forces, there is a minimum H-H

distance of 2.1A. When more than one type of site meets the requirement

U according 'o hole size, then the hydrogen atoms occupy sites which yield the

" densest hydrogen packing within the limits of the minimum H-H distance

requirement. The larger holes tend to be filled first, but are not

mI neccessarily completely filled in order to allow hydrogen to occupy other

sites if this leads to a larger hydrogen atom density. Also, sites of

. apparently low priority may be filled if they play an essential role in the

diffusion mechanism. This effect is observed in the RMn2 compounds [25].

According to this model the deuterium atoms in Ho Mn may occupy the
6 23 22

- a, f3, jl and k sites, which is in agreement with the present neutron

diffraction results. Westlake also considered the i, j2, h and 1 as possible

sites for hydrogen or deuterium occupation. Our refinements do not show any

deuterium atoms to be at any of these positions.

Westlake's model leads to certain restrictions on the occupation numbers

of the D atom sites. The D atoms are predicted to fill the holes in xe order

r% 25
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of decreasing hole size keeping all nearest neighbor D-D distances larger than

2.1A. Accordingly, all the octahedral a sites should be occupied first. These

holes are very large and widely separated. They also have the largest number

of' rare earth neighbors. The second largest holes are the f' sites. If the f'
33

*sites are completely filled, then the next largest sie, k, , must remain

empty since the f 3-k1 distances are only about 1.3A, far less than the

* required minimum of' 2.1A. The k< site can accommodate a maximum of' 20 D atoms

if the f' site is empty, and for every D atom removed from the f site, 3 D3 3
*atoms can be added to the k 1site. Thus, our results of' 6 atoms at thek

* site, and 5.5 at the f' site are in agreement with these restraints. The J.-
31

and j2sites are nearly the same size. They both have one Ho nearest neighbor.

If' the jsites are empty, then half of' the jsites may be filled at the same

time, that is, 12 atoms/f'.u. Our results show 9 atoms at this site.

W The refined thermal factors for Ho, Mn and D are 0.23, 0.25 and 2.67

respectively. Since deuterium is a much lighter atom than either Ho or Mn, a

larger b factor is expected for it. A large value for the b factor may mean a

U loosely bound atom or a large atomic volume at that site. Thus, theoretically,

by refining the b factors for each site individually instead of assigning a

* mean value, one might expect to gather information concerning the different

interstices. However, the temperature factors obtained from the refinements

carry large errors. The R factors do not vary significantly by allowing

* individual temperature factors at the different sites. Since it is difficult

to draw any conclusions from these values, all the deuterium atoms were

* assigned the same temperature factor.

The space group P4/nrnr provided the best fit to the nuclear structure of

Ho 6Mn 23 D22 at 9K. Neutron diffraction studies performed on Y6 Mn-, 23 and

Th 6n by Hardman et.al. C15,16] using a high resolution diffractometer
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and over a scattering angular range of up to 1100 showed that these compounds

too remain fcc at room temperature. All the peaks could be indexed assuming

the Fm3m space group, while no broadening or splitting of peaks were observed.

However, below 78K both compounds underwent a structural transition from cubic

to tetragonal, space group P/mmm. Similarly, the space group P4/mmm provided

the best fit to the nuclear structure of Ho6Mn2D at 9K. The neutron

1 diffraction scan for this compound at 9K is given in figure 4. The dotted -

profile represents the actual data points, and the smooth curve corresponds to

the calculated fit assuming the P4/mmm space group.

The equivalent positions in the two crystallographic space groups Fm3m

nid P4/mmm, together with the atom positions at 298K are given in Table VIII

and IX. The (x,y,z) position in the Fm3m structure is related to the

(x',y',z') position in the P4/mmm structure by the conversion

x' x -

y' z?
ZI - Z,.

There are four formula units per unit cell (z-4) in the Fm3m structure

while for the P4/mmm structure there are two (figure 5). Table X gives the

refined parameters at 9K. According to the Westlake model '23,241, only half

of the original j 1 sites can be filled. Thus, the p and q sites in the

tetragonal cell can only be half filled, while only two of the four r sites

can be filled at the same time, or all four r sites may be only half filled.

Our results show that the r3 and r5 sites are empty, whereas the r2 and r 4

sites are filled. Both the p and q sites are less than half filled. Moderate

shifts (approximately O.04a ) in position from the fcc structure are observed
0

. for some sites. The populations at the s4, t , and u1 sites are quite small.

Therefore, the error in the refined coordinates of these three positions may

* 27
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m TABLE VIII
EQUIVALENT POSITIONS IN THE Fm3m AND P4/mmm SPACE

GROUP S

Site(Fm3m) N/2 Site(P'I/mmmn) N/2
per f.u per f.u.

Y e(x,O,O) 12 g(o,o,z) 2
h(O.5,O.5,z) 2
j(x,x,O) '4
k(X,O,.5) 4I

Mn b(O.5,O.5,O.5) 2 b(0,0,0.5) 1
c(O.5,O.5,O) 1

Mn d(0,0.25,0.25) 2 e(0,0.5,0.5) 2
r(o,0.5,o) 2
r 1 (x,X,z) 8

Mn f (x,X,x) 16 s1 (x,O,z) 8
t1 (x,O.5,z) 8

Mn f (x,x,x) 16 3 (x,O,z) 82 2t (x,O.5,z) 8
% 2

D a(0,0,0) 2 a(0,0,0) 1
d(O.5,O.5,0.5) 1

D f (X,X,X) 16 3 (x,0,z) 8
3 Cx,.5,z) 8

D j1(Q,y,z) 48 p(x,y,O) 3
q(x,Y,0.5) 8
r 2 (x,x,z) 8
r 3 fx,x,z) 8

D r~cx,x,z-) 8
r (x,x,z) 8
5

D k(x,x,z-) 488
t'4(x,O.5,z) 8
u 1(Xgy,z) 16
u (x,y,z) 16

29
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TABLE IX

ATOMIC PARAMETERS OF Ho 6Mn23D22 AT 298K TRANSFORMED

TO COORDINATES OF THE TETRAGONAL CELL (?4/mm SITES)

Atom Fm3m P4/mmm Refined Coordinates

site site x y z

Ho e g 0.0 0.0 0.2054
h 0.5 0.5 0.2946
j 0.2054 0.2054 0.0
k 0.2946 0.2946 0.5

Mn b b 0.0 0.0 0.0
c 0.5 0.5 0.0

Mn d e 0.0 0.5 0.5
f 0.0 0.5 0.0
r 0.25 0.246 0.75

Mn f sl 0.3606 0.0 0.1803
t 1  0.1394 0.5 0.3197

Mn f2 s2 0.2598 0.0 0.3701
2 t2 0.2402 0.5 0.1299

2

D a a 0.0 0.0 0.0
d 0.5 0.5 0.5

D f3 s 3 0.1934 0.0 0.0967
0.3066 0.5 0.4033

D"j p 0.2044 0.46o, 0.0
q 0.2996 0.0396 0.5
r2  0.13 0.13 0.3304
r 0.1696 0.1696 0.37
r3 0.3304 0.3304 0.13
r5  0.37 0.37 0.1696

D k q 0.3246 0.0 0.0464
t4  0.1754 0.5 0.4536
uI  0.1159 0.2087 0.1623
u2  0.2913 0.3848 0.3377
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TABLE X

ATOMIC PARAMETERS OF Ho6Mn2 3D2 2 AT 9K IN THE P4/mmm

TETRAGONAL STRUCTURE

fcc Tetragonal N Refined Coordinates 3
sites sites x y z

Ho e Ho g 2 0.0 0.0 0.201 0.01
h 2 0.5 0.5 0.304 0.01
j 4 0.222 0.222 0.0 0.01
k 4 0.299 0.299 0.5 0.01

Mn d Mn ~4 46~6

Mn f Mn s1 8 0.329 0.0 .161 0.2
8 0.103 0.5 0.312 0.2

Mn f Mn s 8 0.256 0.0 0.399 0.2
2 2i 2  8 0.266 0.5 0.150 0.2

D a D 8" 8" 8""

D f D 53 3.2 0.152 0.0 0.059 0.42
t 8 0.270 0.5 0.387 0.42

D j D p 3.2 0.191 0.449 0.0 0.42
q 2.6 0.199 0.995 0.5 0.42
r 8 0.144 0.144 0.326 0.42
r 0 ---.. ..

3r 4 4 0.335 0.335 0.059 0.42
r 5  0 --- .-.. .. ..

D k D s4 1.4 0.238 0.0 0.117 0.42
t4 1.4 0.192 0.5 0.458 0.42
u 10.4 0.188 0.134 0.162 0.42
u 8 0.277 0.380 0.322 0.42

23
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TABLE X
(continued)

Cell Parameters a = 8.98144A

c 12.6383A

R-factor (weighted profile) = 5.71%

R-tactor (expected) = 3.02%

X 1.9

R-'factor (nuclear) = 5.73%

p 33



be quite large. The Ho j site has shifted relative to its position in the

.U original cubic cell more than the other three Ho sites. The largest change in

Mn positions occurs at the f site. In the Y 6Mn 23D 23 compound the largest

shift is at the f2 site [15. The lattice parameters of this cell are a-8.981A

nL  and c-12.638A. This gives a ratio c/aV2-0.995, which is an indication of the

extent of the tetragonal distortion.

2. Magnetic structure of H D Mn23 D 2 2 at 9K. Analysis of the data at 9K reveals

a noncollinear antiferromagnetic structure with the Ho moments at the g and j

" .sites coupled antiparallel to the h and k sites respectively. Table XI lists

the refined moments. The moments of Ho6Mn23 are also tabulated for comparison

purposes (table XII). Surprisingly, the Ho moments on all four

crystallographic positions are approximately 3.5 MB/atom, far removed from the

3+free ion value (gJ - 10 u1 for Ho , usually obtained for Ho in metals). If

the Ho moments are constrained to be about 10 VB/atom, the refinement becomes

divergent. The direction of the Ho moments at the j and k sites lie very close

S to the basal plane, while those at the g and h sites are closer to the 101

direction. The 101 direction in the tetragonal cell corresponds to the I11

direction in the cubic cell. The values of the Mn moments at the b, c, s2, and

t2 sites agree well with the values reported by Hardman-Rhyne et al L15] for

Y Mn D (see table XII), although the directions of the moments in6 23 23

Ho 6Mn23D23 are tilted away from the c axis. This is undoubtedly due to the

anisotropy of Ho, which prefers to align its moments in the basal plane. No

magnetic moments for Mn are observed at the e, f, s1, and t sites in the

Y6 M23 D23 compound, whereas in the deuterated Ho Mn compound these sites

carry moments of 2.37, -2.37, -2.82, and 2.82 4B respectively (the sign U

*-. indicates the direction of the magnetic moments). This difference is probably
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TABLE XI

MAGNETIC MOMENTS FOR Ho Mn D AT 9K 4
6 23 22

Moment

Site (uB/atom) (degrees)

Ho g 3.4 51.4
h 3.4 128.6
, 3.5 100.1
k a.5 .79.9

Mn b 3.5 29.5
c 3.5 150.5
e 2.3 67.7

f2.3 112.3
r 0 0
s 2.8 117.5
t2.8 62.5

2  1-5 30.3
t 2  1.5 149.7

a8 is the angle between the magnetic

moment and the c axis.

Magnetic R-factor - 13.3%

p 35
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TABLE XII

A COMPARISON OF MOMENTS IN Y6Mn 23 AND lo 6Mn2 3

COMPOUNDS AND THEIR HYDRIDES

Ho6 Mn2 3  Y6 Mn2 3  Ho6 Mn2 3 D22  Y6Mn2 3D2 2

R e 3.8 0 Rg 3.4 0
h -3.4 o

3 -3.5 0
" k 3.5 0

Mn b -2.1 -3.05 Mn b 3.5 -3.6
c -3.5 3.6

Mn d -2.0 -2.34 e 2.3 0
f -2.3 0
r 0 0

Mn f1  2.2 1.99 -2.8 0
t1  2.8 2.08

Mn f 1.9 1.80 s 1.5 2.08
2 2

t - .5 -2.08

2m
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due to the influence of the magnetic Ho atom neighbors which favors ordering

of the Mn moments. Powder neutron diffraction studies performed on the

non-deuterated Y Mn compound [8] indicate that the d and f sites, which
6 23 co

split into e and f, sI and t1 sites, respectively, in the tetragonal system,

carry moments of 2.85 and 2.08 p (see table XII). Polarized neutron

diffraction studies [7] on the same compound yield values of 2.07 and 1.79

for these two sites. Our values of 2.37 and 2.82 U are comparable to the

results of these two studies.

There have been previous reports of Ho-transition metal compounds and

their deuterides, where fairly low values have been observed for the Ho

moments. Neutron diffraction measurements have been made on the cubic Laves

phase compounds HoMn and Ho(MnFe) by Chamberlain [11]. In HoMn2 , Ho was found2 2

to carry a moment of 7.2 V. whereas in Ho(FeMn), pHo was 10.3 P.. These

results are explained in terms of a covalent effect where the magnetic moment

* density is transferred from the Mn to the Ho atoms. In the case of HoMn 2 the

transferred density is coupled antiparallel to the Ho moment which reduces the

IS net Ho moment, whereas in Ho(FeMn) the transferred moment is polarized by the

Fe moment such that is is coupled parallel to the Ho moment, making the Ho

moment larger than the free ion moment and that of HoFe Later studies

performed on HoMn2 by Hardman et al [12] yielded a value of 3.1 uB for the

moment of Ho in the cubic phase and 9.4 p for that of the HoMn2 hexagonal

phase.

Neutron scattering results for HoFe 2 and HoFe D [14] show that the

*-"'" introduction of hydrogen significantly lowers the overall Curie temperature

and produces a reduced moment on the rare earth site. The Ho moment drops from

10 w. in HoFe 2 to 7 uin its deuteride. The weakened R-Fe and R-R exchange

interactions are thought to be due to a the energy levels not being pure J
z
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states due to a crystal field interaction, which reduces the sublattice

moments. It has also been suggested that the observed moment may be a

*. spatially averaged moment. The random occupation of the hydrogen sites can

distort the local anisotropy field, resulting in a fanning of the rare earth

moments. In contrast, the Ho moments in Ho 6Fe 23Dx (x = 1.5, 8.2 and 15.7)

remain close to 10.0 B [17]. In DyFe4Al8 and HoFe4 A 8 no magnetic ordering is

"* observed in the rare earth sublattice even at 4.2K :10].

Neutron diffraction studies performed on Ho Mn at 77K show that at this
6' 23 a 7 hwta tti

temperature the Ho moment has a very low value of 3.8 B" It is estimated that

at 4K its value is around 7 or less. Thus it appears that the low moments

observed for the deuteride are partly a consequence of deuteration, and partly

due to disorder in the parent compound. Deuteration could lower the moment in

one of two ways, either by electron transfer from the deuterium atoms which

act as electron donors to the Ho 3 atoms, or by decreasing the average moment

by creating more disorder. Since the 4f shell of the Ho atom is more than

half filled, transfer of electrons from the deuterium atoms would pair up more

- e!lectrons and cause the net moment to decrease. Malik et.al. [31] have

suggested that deuteration causes changes in the electronic band structure,

which result in large changes in magnetic ordering in the intermetallic

a. compound. The non-deuterated Ho6Mn2 3 compound has a relatively high Curie

temperature, T- =434K, which upon deuteration yields an antiferromagnetic

compound Ho Mn2D with a relatively low ordering temperature, TN, of
6 23022

approximately 100K. Since transition metal- transition metal interactions are

predominant, T and T would correspond to ordering of the transition metal

sublattice. The rare earth sublattice would order at a lower temperature. It

Eis possible that, since the Neel temperature for Ho Mn D is relatively low,
6 23 22

the Ho moments are not completely ordered at 9K.
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The neutron diffraction results indicate that the onset of magnetic order

causes a structural distortion. The distortion does not seem to depend on the

nature of the rare earth atom. Since such a structural distortion does not

occur with the ordering of the non-deuterated compound, the deuterium atoms

must be playing a role in the structural transformation.
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III. MAGNETIC STRUCTURES OF Y (Fe Al ) COMPOUNDS
6 x 1-x 23

A. INTRODUCTION

Y6F 2 3  is known to be a ferromagnet 132], which crystallizes in the

IL Th Mn -type structure, space group Fm3m. It has a Curie temperature of 478K,
6 23

a mean magnetic moment per iron atom of 1.88 i and a bulk magnetization of

43.1 B mol . When small amounts of Mn are substituted for Fe in Y6 Fe23 , the

bulk magnetization and the Curie temperature are observed to decrease

dramatically.

Neutron diffraction studies of Y (Fe Mn compounds above the
6 1-x x 23 copud abv th

ordering temperatures show a marked preference of Mn atoms for the f sites

2

. and Fe atoms for the f sites throughout the ternary system L33-35]. The site

preference has been attributed to a volume effect; the f site, having a

smaller atomic volume than the f2 site, can accommodate the smaller Fe atom

more easily. On the basis of the observed preferential ordering, the striking

decrease in magnetization is explained as due to the disruption of the

S exchange forces of the iron sublattice by Mn atoms.

The crystal structure and bulk magnetic properties of Y6(Fe A1 26 - x x 23.

• compounds have been studied by Besnus et al 736]. Up to about x - 0.2, the

resulting ternaries are single phased. When Al is substituted for Fe, the

-* Curie temperatures and moments decrease, not as markedly as for the Y(Fe,AI) 2

series nor as previously stated for Mn substitution for Fe in Y6 Fe23 . For an

Al content of about 20$, M is decreased about 251. The authors propose a

localized model wherein the iron atoms are equivalent and possess the same

mean moment as in Y6 Fe2 3 , 1.88 Li when they have at least seven nearest irin

L neighbors out of nine. The Al atoms are assumed to be stoichiometrically

distributed among the four non-equivalent crystallographic sites. On these

40
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bases, the spontaneous magnetization is related to those magnetic Fe atoms

which have seven or more nearest Fe neighbors and no moment is assumed for

those Fe atoms which have less than seven. In essence the decrease of the

mean iron moment is attributed to a loss of moment as a result of the

OLinsertion of the nonmagnetic Al atoms and the non-contribution to

ferromagnetism by iron atoms having less than a critical number of nearest

neighbors.

Accordingly, we have carried out powder neutron diffraction studies of

three Y6 ( Fe1  Al x~3compounds, x - 0.05, 0.10, and 0.15, to determine if the

decrease in the magnetization resulted in part from an ordered distribution of

the Al atoms, and if so, whether the smaller Al atoms would prefer the f 1site

of smaller atomic volume relative to the f2 site.

B. EXPERIMENTAL

The samples of Y (Fe1  A?) 2  were prepared by induction melting of the

elements in the appropriate stoichiometric amounts in a water cooled, copper

cold boat under an argon atmosphere. These were annealed in vacuo at 900 0C

f for one week. X-ray diffraction patterns exhibited only lines belonging to

the face-centered cubic (Fm3m) single phase. Neutron diffraction data above

c and at 77K were collected at the University of Missouri Research Reactor at

Columbia (X 1.293). The data were analyzed using a modified Rietveld

profile technique [27]. In the refinement of the data, no constraints dere

* * used for the total Fe and Al content, but a constraint was imposed such that

the sum of the Fe and Al atoms would produce full occupancy at each transition

metal site.
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C. RESULTS AND DISCUSSION

Preferred Site Occupancy of Fe and Al Atoms eo

At 523K, the Y'(Fe1Al intermetallic compounds exhibit no long-range

magnetic ordering. The structural parameters derived from the modified

Rietveld refinement program, assuming space group Fm3m (Oh ) are given in

* Table XIII. The e site is occupied by Y (6 atoms), while Fe and Al occupy the

.,* sites b (1 atom), d (6 atoms), fl with x - 0.176 (8 atoms), and f with x -
1 2

" .0.378 (8 atoms). The results show the presence of preferential site ordering

* in all three systems. In all cases, the R factors and values for those

refinements which show preferential site ordering are considerably less than

those in which Al and Fe are assumed to be stoichiometrically distributed at

each site.

As shown in Fig. 6, the Fe atoms prefer the f1, d, and b sites, whereas

Al prefers the f site. Within the limits of experimental error, only Fe atoms

occupy the f site. A comparison of the atomic volumes and nearest neighbor

distances of these sites provides an insight for this site preference. The

nearest neighbor distances for each of the four transition metal sites are

- given in Table XIV. The f site has nine nearest neighbor transition metal

sites of which three f sites and three d sites lie at a distance of 2.47A and

2.48A respectively. The d site has three f neighbors at a distance of 2.48A

whereas the closest neighbors of the f site lie at a distance of 2.55A. The

preference of Al for the f2 site cannot be only a consequence of the atomic

volume of the f2 site inasmuch as its atomic volume is larger than that of the

f site which is occupied almost exclusively by the larger Fe atoms. The site

preference may arise more as a consequence of bonding considerations.
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TABLE XII:.

OCCUPATION OF ATOMS IN CRYSTALLOGRAPHIC SITES OF
Y6 (Fe-Al)2 3 COMPOUNDS6, 1- °2

x-O.05 X-0.10 x=0.15
No. (%) No. (%) No. (%)

Al b  0.049(4.90) 0.055(5.50) 0.059(5.90)

b.."Feb 0.951(95.10) Q.9145(9J4.50) 0.9140(914.10)-

Aid 0.228(3.80) 0.232(3.86) 0.237(3.95)

Fed 5.772(96.20) 5.768(96.14) 5.763(96.05)

Alr 0.011(0.13) 0.027(0.34) 0.029(0.37)

Fef 7.989(99.87) 7.973(99.66) 7.969(99.63)

Alf 0.989(11.36) 2.178(27.22) 3.168(39.60)

Fef 7.091(88.64) 5.822(72.78) 4.831(60.40)

Ai 1.197(5.21) 2.492(10.83) 3.493(15.18)[.[. Ai~Total •-.

FeTa 21.802(94.79) 20.508(89.17) 19.503(84.82)Toa
Rnuclear  1.10 1.94 1.23

Roverall 2.49 3.18 2.67

Rrandom 4.19 8.94 1334

SR td 1.21 1.25 1.4-4

X 2.05 2.54 1.38

Xrandom 3.46 7.15 9.26

x 0.0521 0.108 0.152
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TABLE XIV. Nearest Neighbor Distances of
5Y 6 (Fe0.95 Al 0 05) 23 at 77K

Distance A No. of

Site (I .001) Atoms

fl-fl 2.474 3

f -d 2.478 3

f2-b 2.546 "

f1-f2 2.631 3

f -d 2.656 3

d-d 3.032 .

b-d 4.293 3

f2 -2 4.427 32 2'

f -b 4.96 3

5 b-b 8.574 3

- 4

~|
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Specifically, the f1 site nearest neighbors constitute a total of nine,

wherein the nearest nei ghbor distances are 2.47, 2.48, and 2.63A for the

f fif dand f ft bonds, respectively. If one takes into account the
1 2

percentage of iron atoms at each site for the alloy containing 10% Al, the

OL effective number of Fe atom nearest neighbors is relatively high,

approximately eight. For the f 2  site, there are nearly seven nearest

neighbors with bond distances of 2.55, 2.63, and 2.66A corresponding to f2-b,

if -f , and if -d, respectively. Accordingly, if a localized model is assumed,

the higher occupancy of the f site by Fe atoms, permits a greater overlap of

their bonding orbitals with a greater number of nearest neighbors resulting in

a more stable structure.

This may also explain the site preference observed for the Y (FexMn x3

compounds. If the larger atomic volume of the f site were the governing
2

Sfactor for the site preference of Mn, then in the Y 6(Fe 1xAl x)2 compounds,

one might expect to find the smaller Al atoms favoring the f site. Models

which assigned a majority of Al atoms in the f site yielded poor profile fits

to the neutron diffraction data.

Magnetic Structures of Y (Fe Al Compounds at 77K

As shown i,-. Table XV, the magnetic moments of the Fe atoms, which lie

along the <111> direction, are coupled ferromagnetically with different

magnetic moments at each of the four transition metal sites. The magnetic

moment of 7e at the f site decreases markedly with increasing percentage of

Al in the compound, while little change is observed at the other three sites,

Fig. 7.

In many compounds, the long range magnetic ordering of the Fe moments is

dependent on the local chemical environment of these atoms 7L35,36:. When A!

is~ ~ 23ed' YF the change in atomic ordering in the Y(Fe lxAl ) system

46



7. 71 -71

TABLE XV

ATOMIC ORDERING AND SITE MAGNETIZATION OF SOME Y 6(Fe I- lx2 COMPOUNDS

Site X-0 X-0.10 x-0.20 x-0.27

b I.Mn 9.5 20.9 31.9

d %Mn 5.7 11.7 17.8

f Mn 2.6 6.8 11.1

f 2%Mn 20.3 37.14 47.6

b b/Fe moment 2.2 2.2 1.80 0.75

d ipb/Fe moment 1.63 1.78 1.05 0.53

f 1 Pb /Fe moment 1.90 1.143 0.54 0.00

f2 %l/Fe moment 2.2 2.20 1.80 0.99

T(K) 78 14 12 14

*a (A) 12.055 12.058 12.067 12.083
0

Temperatures at which the data were taken.
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Figure 7. Fe magnetic moments in Y:6 (Fe Al)"3 compounds.
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can affect the local environment of the Fe atoms and lead to changes in

magnetic order. The magnetic moment of Fe at the f site hardly changes as x2

*is varied. This is to be expected as the atomic volume of this site is large,

and there is a smaller overlap of Fe orbitals with those of the neighboring

sites. This also explains the large magnetic moment of Fe at this site. Since

the f site has six nearest neighbors (3f1 and 3d) which lie at a distance of

2.4~7A, the effects of the Al diluent on the magnetic moment of Fe should be

felt most at this site. The refinement results do show a drop in the magnetic

*moment of Fe at the f site with increasing Al concentration. The d site too

has three of its nearest neighbors (f )at a distance of 2-5A. Therefore, the

magnetic moment of Fe at this site is expected to decrease with increasing Al

* .*concentration, although not to the extent as that at the f site. Within

experimental error, our results show no change. The relatively large error

limits of the magnetic moments might well hide a small change in moment. It

* is noted that the Fe moment at the b site remains essentially constant due to

the presence of nearest neighbor Fe atoms :)n the f site. Since the b site2

* S contributes only 1 atom/f.u., the refined magnetic moments at this site carry

larger errors than those at the other sites, see Table XVI.

On the basis of the neutron diffraction results, the decrease in the

a.Curie temperatures and bulk magnetizations of the V. (Fe 1xAl x)2 series arises

as a result of two effects, dilution of the total magnetization resulting from

* the insertion of nonmagnetic atoms and the changes in atomic ordering whicn

affect the local environments of the Fe atoms and lead to a decrease in

overall Fe moment. The maj~or decrease in the average Fe moment occurs at the

fsite.
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TABLE XVI

MAGNETIC MOMENTS AT CRYSTALLOGRAPHIC SITES OF Y6(Fe Al ) COMPOUNDS

AT 77K 0 
.-x x23

Site x-O x=0.05 x-0.10 x=0.15

b 2.20 1.98±0.6 2.08±0.6 2.01 ±0.6

d 1.63 1.82±0.1 1.72±0.1 1.79±0.1

f 1.90 1.56±0.1 1.34±0.1 1.22±0.1

f2  2.20 2.11±0.1 2.06±0.1 2.10±0.1r2

Calculated bulk 44.78 39.81 35.55 32.08
moment (VIf.u.)

Experimental 43.32 40.39 34.7 31.16
bulk moment

Rmag 2.67 1.65 1.65 1.84

* Measured at 4.2K C44].
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The neutron diffraction results indicate that the onset of magnetic order

causes a structural distortion. The distortion does not seem to depend on the

nature of the rare earth atom. Since such a structural distortion does not

occur with the ordering of the non-deuterated compound, the deuterium atoms

must be playing a role in the structural transformation.
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IV. A MOSSBAUER EFFECT STUDY OF THE MAGNETIC ORDERING IN

Y (Fe Mn1 x23 ALLOYS

A. INTRODUCTION

Because certain rare earth-transition metal intermetallic alloys combine

a high magnetocrystalline anisotropy with high magnetization, they exhibit the

properties of good permanent magnets [37]. Materials of this type have been

-lstudied not only for their unusual magnetic behavior, but more recently,

" 'because of their ability to absorb, store, and desorb large quantities of

hydrogen [38]. This paper directs its attention to the Y6 (Fe Mn1-) 2 3

ternary system and the magnetic properties it demonstrates.

These ternary alloys exhibit anomolous magnetic behavior relative to
their end members, Y6Fe and Y Mn [39]. Although YFe23 and Y6Mn are

Y6F 23  6Mn23  Y6  2 6 23ar

* respectively, ferromagnetically and antiferromagnetically ordered at room

temperature, their ordering temperature and magnetization decrease markedly

with increasing manganese content in Y6Fe2 3 and with increasing iron content

in Y6Mn23 C39]. For values of x between 0.5 to 0.75 the magnetic ordering

temperature is reported Uy Kirchmayr and Steiner [39] to have virtually

vanished. Further, Long et al. [40] have reported the absence of any ordering

in Y6 (Fe0 .2Mn0 .8 )23 and Y6 (Fe0 .1Mn 0 .9) 2 3 down to ca. 1.4K.

The crystal structure of Y6 (Fe Mn1) is face centered cubic (Fm3m), is6 x 1 -x 2 3

isostructural with ThMn23, and has !16 atoms per unit cell. :t contains an

octahedral cluster of six yttrium atoms on each cubic face. This cluster is

surrounded by fifty transition metal atoms which occupy four nonequi-valent

5 2..............' . .. . .. . .



lattice sites containing iron or manganese and designated as b, d, f 1, and ff2

with degeneracies of 1, 6, 8, and 8, respectively [41]. X-ray diffraction

studies of lattice parameters have indicated a negative deviation from

Vegard's law [I], suggesting that the electronic environment of each

q transition metal site is different. Iron-iron interactions are ferromagnetic

and compete with iron-manganese interactions which are antiferromagnetic [34].

Hardman, et al. [34] report that there is a degree of preferential

ordering on the fI and f2 sites in these ternary alloys. Neutron diffraction

results [34] show that the addition of manganese to Y6Fe2 3 produces a higher

concentration of manganese than expected on the f2 site. Concurrently, the f'1

m site shows preferential occupation by iron atoms.

B. EXPERIMENTAL

All compounds were prepared by induction melting of stoichiometric

amounts of 99.9 percent pure elements in a cold copper boat under an argon

' atmosphere. The samples were annealed in a resistance furnace for four days

-5
* at 1173K under a 10 torr vacuum. X-ray diffraction results showed the

samples were single phase alloys.

Mossbauer spectra were obtained at ambient temperature, 78, 4.2, and 1.3K

on a Harwell or a Ranger constant acceleration spectrometer which utilized a

- room-temperature rhodium-matrix source and was calibrated at room temperature

with natural abundance a-iron foil. Spectra obtained at 4.2K and below were

measured in a cryostat in which the sample was placed directly in the liquid

. helium and the sample temperature was obtained from the helium vapor pressure.

The Mossbauer spectra were fit to Lorentzian lines by using least-squares

minimization techniques. Magnetic spectra were fit to four hyperfine sextets

each with an adjustable isomer shift, 6, internal hyperfine field, Hint, and
int'
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line width, r', which was the width of the innermost lines. The line widths of

lines 2 and 5 were r.+0.5M' and the line widths of lines Iand 6 were

where Ar was determined from preliminary fits. Relative areas of the lines in

each component were constrained in the ratio of 3:2:1:1:2:3 as is required for

a randomly oriented powder sample. The relative areas for each spectral

component were constrained to the relative occupation values determined from

neutron diffraction refinements on these ternary alloys [34]. Paramnagnetic

spectra were fit to symmetric quadrupole doublets whose areas were constrained

to the same occupation values. The b site was constrained to be a singlet

with a constant isomer shift equal to 0.03mm/s.

C. RESULTS AND DISCUSSION

Many rare earth- transition metal alloys show some degree of long range

mmagnetic order. The nature of this ordering is usually dependent upon the

local chemical environment of the magnetic atoms and the various competing

* .. exchange interactions. The magnetic ordering in Y (Fe M n ) has been shown
6 x 1-x 23

to have local coordination effects.

In our work, the amount of iron versus manganese on each site is

constrained to values determined from neutron diffraction refinements [34]1

Mossbauer spectra were obtained for the Y 6(Fe XMn1 - )23 alloys where x is 1.00,

0.90, 0.81, 0.7J4, 0.59, and 0.52, and the results obtained at 1.3K are

*illustrated, in part, in Figure 8. The results obtained for

Y6(Fe0.8 n 0.19)2 as a function of temperature are shown in Figure 9. Long

range magnetic ordering occurs for all the alloys at 4.2 and 1.3K. As the

temperature is Increased to 78K, only the alloys with x greater than 0.81 show

long range magnetic order on the iron sites. At room temperature only Y Fe2

and Y F n .02 exhibit such long range magnetic order.

6 F 0.90 n0  2
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Y Fe was initially used to determine the heirarchy of magnetic moments6 23

and hence the heirarchy of hyperfine field values for each spectrum. Best

fits were obtained when the order of the fields was taken as b>f >d>f . Isomer

2 1*

shift values followed the same trend, whereas the quadrupole shift values were

constrained to zero, because each site is close to cubic symmetry.

The Mossbauer spectra show that each crystallographic site exhibits a

" unique hyperfine field. In Y6Fe2 3 the iron moments couple ferromagnetically

[34], and this coupling is weakened upon addition of manganese. As a result,

* the Curie temperature and magnetization decrease due to the antiferromagnetic

coupling of the b and d sites with the f and f sites. A plot of internal12
hyperfine fields, and the corresponding moments, at 1.3K versus composition is

• shown in Figure 10. The decrease in the hyperfine fields agrees well with the

decreasing magnetic moments observed by neutron diffraction [34]. This

decrease apparently results from the increasing frustration of the

ferromagnetic iron-iron coupling as additional manganese, which would prefer

antiferromagnetic coupling, both with itself [7] and with iron [34], is

. introduced into the alloys.

It
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V. MAGNETIC PROPERTIES OF SUBSTITUTED R,(Fe,A1,Co),,,B

COMPOUNDS

A. INTRODUCTION

The permanent magnets based on NdFe,,B compounds exhibit the highest

energy product. The Curie temperatures are, however, low. Earlier work

['42,431 has shown that substitution of Fe with Co results in an increasing

Curie temperature, but a decreasing coercivity. The heavy rare earths, e.g.,

Dy or Tb, enhance the coercivity, but decrease the magnetization because of

bo ferrimagnetic coupling between the heavy rare earth and iron. To improve the

temperature stability of, and to reduce reversible and irreversible losses in,

the Nd-Fe-B magnets, we need to increase both Curie temperature and

1 coercivity, while retaining the high energy product. It is with this

objective that we have undertaken a study of the effects of substitution of Fe

by other elements on the intrinsic and permanent magnetic properties of

R2Fe,,B systems.

R2Fe,,B crystallizes in a tetragonal structure in which Fe atoms are

distributed over six non-equivalent sites. It is expected that substitution

of Fe by other atoms will occur with preferred atomic ordering such that the

changes in nearest neighbor interactions may give rise to important changes in

both the nuclear and magnetic structures and in the metallurgical micro-

structure.

B. EXPERIMENTAL

The samples were prepared by arc-melting of 99.9% pure primary materials

followed by vacuum annealing at a temperature of 700 0C for 6 hours. The

single phase was identified from X-ray diffraction patterns and thermomagnetic

.59
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analyses. To study the permanent magnet performance, the magnets were

prepared with a composition of Nd 6  5Fe,, 5B,, sintered at 10900C, and

followed by a post-annealing at 7000 C. The samples were cylindrical with a

ratio of length to diameter -1.

The Curie temperatures were measured from room temperature to 700 0C using

a magnetic balance. The extraction method was used to measure the saturation

'* magnetization and magnetocrystalline anisotropy in a superconducting field up

to 70 kOe, and in a temperature range 1.5K to 300K. In order to measure the

magnetocrystalline anisotropy, the ingots were ground to provide an average

*i grain diameter of less than 30 um and the grains were then oriented at room

temperature in a magnetic field of 10 kOe. Magnetization curves were measured

. on aligned samples in, and normal to, the alignment direction.

C. RESULTS AND DISCUSSION

3 X-ray diffraction studies indicate that R,(Feix Alx),.B crystallizes in

the tetragonal structure, space group P42/mnm when x < 0.1. When x > 0.1, a

Ssecond phase of a significant amount is observed both metallographically and

3 in the X-ray patterns. Lattice measurements demonstrate the cell volume

decreases with increasing Al content, x. That suggests that Al is replacing

Fe rather than B.

1. Intrinsic Magnetic Properties of Y,(Fe 1_x-Al x).B

Curie Temperature, Tc. The compositional dependence of the Curie

. temperature, TcI is shown in Figure 11. T decreases monotonically withc c

increasing x, indicating a weakening of the magnetic interaction, resulting

_ from the dilution with non-magnetic Al atoms. In Y,(Fex, Al )L.3 compounds, Y,

Al, and B are non- magnetic. The T is, therefore, completely controlled by
c

Fe-Fe exchange interactions. Therefore, if Al is substituted for Y or B, the

Curie temperature should be insensitive to Al insertion. The fact that T

60
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Figure 11. Composition dependence of Curie temperature

T of Y2 (Fe Al) 1 4 B.

Table XVII. Saturation magnetization, a, and average
atomic moment, u, of Fe in Y 2(FeI1 xA!x),B

at 1.5K.

S.. 0

(emu/g) (B/atom)

0.00 156.0 I. "
0.02 148.6 1.39

0.04 144.2 1.79
0.06 134.8 1.71'"0 08 129 2 1.65
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decreases with increasing Al content provides further evidence for the concept

that Al enters the Fe sublattice.

Saturation Magnetization at 1.5K. Table XVII shows the variation of

saturation magnetization as a function of Al content, x. The rate of the

decrease is much larger than that expected from simple dilution. The average

- Fe atom moment decreases with increasing Al content.

Magnetocrystalline Anisotropy. The magnetization curves along the easy

and hard directions were measured at 1.5K. The anisotropy constant, K, and

, K2, were estimated from the magnetization curves using the Sucksmith-Thompson

method [44]. Figures 12 and 13 show the variation of the anisotropy

constants, K, and K2 , and the anisotropy field, HA, with Al content, x.

The increase of K, and HA as Fe is substituted by Al in these compounds

is of particular interest. In the R2Fe,,B structure, Fe atoms are distributed

3 on six crystallographically non-equivalent sites which are designated as

Fe(c), Fe(e), Fe(j), Fe(K,), and Fe(K 2 ). According to Herbst et al., [45] the

Fe(j,) atoms in RFe,.B and the Fe(c) atoms in R2Fe ,, are cognate both

crystallographically and magnetically. Each Fe(j,) atom has twelve Fe

neighbors in a highly symmetric geometry which should promote a planar

*' tendency in terms of the magnetization direction. Accordingly, the increase of

uniaxial anisotropy with the addition of Al suggests that Al substitutes

preferentially on the j, sites. This suggestion is consistent with the

saturation magnetization data inasmuch as the Fe(j,) moment is the largest

[4 5]. Neutron diffraction and Mossbauer spectrum studies are now in progress

to determine the location of the Al atoms.

2. Coercivity of Nd, s(Fe Alx).. "'7
1T

The addition of Al significantly enhances the coercivity. Figure 14

shows the compositional dependence of the intrinsic coercivity of Nd,-

S.?
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Table XVIII. Permanent magnetic properties of
Nd1 6 5(Fe1  Al )7 6 5B7

T
x Br(G) iH c(Oe) (BH) (MGOe) .

0.0 13000 7500 37.8 330 ""-"
0.02 12100 10900 34J.5 320
0.411200 11300 30.0 307

0.06 10900 14100 27.8 298
0.08 9300 14300 19.3 289
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5 (FeIx Al x)75 5B, at room temperature. Table XVIII summarizes the permanent

magnetic properties of Nd1 6 5 (Fe1_xAlx )7s 5 B7.

The increase of coercivity may result from a change in the crystalline or

metallurgical microstructure due to the Al insertion. As Livingston L46] has e

pointed out, the coercivity in sintered Nd-Fe-B magnets is

"nucleation-controlled" (as in the SmCo. magnets) E46]. Even in

nucleation-controlled magnets, the pinning of domain walls by grain boundaries

is necessary to provide a barrier to the propagation of magnetization reversal

from grain to grain. The addition of Al to Nd-Fe-B magnets may create or

influence another phase along the boundaries. However, the effect of

replacing Fe by Al atoms on the intrinsic magnetic properties of the principal

phase may be related also to the coercivity, in that Al insertion enhances the

anisotropy and weakens the exchange interaction. That should result in

thinner domain walls, thus favoring the pinning of domain walls at the grain

boundaries.

3. Permanent Magnetic Properties of Substituted Nd-(Fe,Al,Co)-B Magnets

4 Addition of Al to the Nd-Fe-B magnets increases the coercivity, but

unfortunately decreases the Curie temperature and saturation magnetization.

Earlier work has shown that the substitution effect of Fe by Co can make up

for this loss. Table XIX summarizes the performance of the magnets based on

the composition Nd,6 5 (Fe 1 AlxCo ), 5B,. Table ddd indicates that the

thermal magnetic properties are improved and that the total loss is duced.

By manipulation of the stoichiometric ratios of Nd, Al, and Co, it may

possible to produce a magnet with a T -5000C, H > 10 kOe, and BH) > 302 i m

MGOe.
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Table XIX. Permanent magnetic properties of .
Ndl,,(Fe1 _x-yAlxCoy) 7 6, sB7

- 4-

Temp.

B H BH T Irrev. Rev. Coeff.
r .L Loss 20-100C"

x y (kG) (kOe) (MG~e) (C) ( ) ( ) (%/C) -,

0.00 0.00 13.0 7.5 37.8 310 21.62 8.55 0.113
0.00 0.26 12.9 6.0 33.3 504 19.44 5.14 0.069

0.04 0.26 11.7 9.5 31.0 492 3.12 5.79 0.078

4. -. °.

-, %
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VI. MAGNETOCRYSTALLINE ANISOTROPY OF

(Nd1-x Smx 2 FeB AND (Nd xPr x) 2Fe14B

..'.

A. INTRODUCTION

A great interest has been paid to the R Fe B compounds since the
2 1~4

*"- discovery of their outstanding magnetic properties C47]. Their uses are

related to the properties of magnetocrystalline anisotropy. Earlier work

showed a variety of magnetocrystalline anisotropy in R Fe B compounds
2 114

E48,49]. Pr2 Fe 4 B has an easy axis and Sm2Fe1 4 B has an easy plane. Nd2Fe4 B

presents axial anisotropy at room temperature, however, a spin reorientation

occurs at around 140K. A study of magnetocrystalline anisotropy and spin

reorientation is, therefore, of practical as well as scientific interest. We

expected to get useful information by investigating the substitution effect of

Nd by Pr and Sm in this respect.

B. EXPERIMENTAL

The samples with the composition R B Fe were prepared by arc-melting
15 7 78

and following by vacuum annealing at 7000C. To identify the single phase,

X-ray and thermomagnetic measurements were made.

Magnetization curves along easy and hard directions were measured on

aligned samples with a field up to 70 KOe in a temperature range between 1.5K

and 273K. In addition to the magnetic measurements, X-ray diffraction

experiments performed on powdered samples aligned in a field at desirable

temperature were made to determine the easy magnetization direction.

C. RESULTS AND DISCUSSIONS

A complete solid solubility exists in Nd 2Fe 4B-Pr 2Fe 4B-Sm)Fe14 3

compounds. They crystallize in the tetragonal structure.
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1. Substitution effect of Nd with Pr on magnetocrystalline anisotropy

and spin reorientation

Magnetization curves of (Nd1  Pr ) FeI4, x - 0.0, 0.1, 0.2, 0.3, 0.4,
1-x x 2 e14B .,01 02 .,Q

0.5, 0.7, 0.8, and 1.0, were measured along easy and hard directions in a

*temperature range between 1.5K and 273K. As an example Fig. 15 shows the

magnetization curves at 1.5K with x = 0.1 and 0.8. Anisotropy constants K

and K2 are estimated by using Sucksmith-Thompson method [44]. Figure 16 shows

the variation of K and K as a function of the Pr content x at 1.5K. These1 2
results indicate that at 1.5K the easy magnetization direction is deviated

from c-axis when x < 0.6 and the cone angles a decrease with increasing Pr

content x, Fig. 17. Spin reorientation temperatures T decrease with

substitution of Nd by Pr. When x > 0.6, c-axis is the easy axis even at 1.5K,

Fig. 18.

5 2. Substitution effect of Nd by Sm on magnetocrystalline anisotrcpy and

spin reorientation

Magnetization curves of (Nd Sm )2 Fe B measured at room temperature
1-x x 2 14$

along easy and hard directions are shown in Fig. 19. In addition to the

magnetic measurements, X-ray diffraction patterns of aligned powder samples

show a sharp increase of the (0,0,6) reflections and a disappearance of

(3,3,0) line for the compounds with x > 0.3. When x < 0.3, the situation is

reversed. Accordingly, we can conclude that at room temperature for the

Nd1 _xSm )2 Fe1 B compounds, the c-axis is the easy axis when x < 0.3; while

the easy magnetization direction lies in the basal plane, when x > 0.3.

Anisotropy field HA, easy magnetization direction "E.M.D.) and spin

reorientation temperature T are summarized in Table XX.
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Fig. 15. The magnetization curves of
(Nd1 Pr ) Fe1 B at 1.5K with

x 0.1 and 0.8.
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69



30

20

0 0.1 3.0 032 3. 0.1 3.6

Fig. 17. The variation of the cone angles of
(Nd1  Pr ) Fe1 4B as a function of the

Pr content x at 1.5 K.

to

0 3.1 3.833 .

Fig. 18. The variation of spin reorientation
temperature T of (Nd Pr ) Fe 3s 1-x x 2 14
as a function of the Pr content x.
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TABLE XX

Anisotropy field, easy magnetization direction and spin
reorientation temperature of (Nd1 _Sm )2 Fe1 4

B

H (KOe) E.M.D.x A T s(K)

273K 1 .5K 273K

0.0 110 cone axis 140

0.1 85 cone axis 175

0.2 60 cone axis 225

0.25 36 cone axis

0.3 very weak

0.4 plane plane

0.5 plane plane

1.0 plane plane

Spin reorientation temperatures Ts increase with substitution of 4d by Sm

and decrease with substitution of Nd by Pr. These 'esults can be explained on

basis of different sign of the second order Stevens factors. Sm has an

opposite sign in comparison with that of Nd, while Pr has the same sign as "d.

The substitution of Nd by Sm results in a continual decrease of uniaxial -,

anisotropy at room temperature and an increase of spin reorientation

temperature. This fact may be useful for some potential applications.
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VII. MAGNETIC STRUCTURE OF DyFe3

3p

A. INTRODUCTION

,m. DyFes, like all RFe 3 compounds, crystallizes in the PuNi 3 structure type,

space group R3m.

The magnetic properties of DyFe3 have been studied by Hoffer and Salmans

['5], Van der Goot and Buschow [51], and others. DyFe 3 is ferrimagnetic with

• 'a Curie temperature considerably above room temperature, 605K.

The magnetic structures of RFe intermetallic compounds including YFe
3 3

[52], HoFe 3 [53], TbFe 3 [54], and ErFe 3 [55,56] have been studied using

neutron diffraction. Mossbauer spectra of DyFe3 have been analyzed by Arif et

al [57] Tsai et al [58], and Narasimhan et al [59], and it was suggested by

- Arif et al that Fe moments in DyFe 3 at 77K magnetize in the a-c plane at U
approximately 260 out of the basal plane.

We have carried out powder neutron diffraction studies of DyFe 3 and in

this paper report on the nature of the magnetic structure.

B. EXPERIMENTAL

The crystalline samples of DyFe 3 were prepared by induction melting of

the appropriate stoichiometric amounts of the elements in a cold boat crucible

under an Ar atmosphere. A sample was annealed at 1000 0C for 40 hours and then

examined by X-ray powder diffraction. No lines of other phases were detected.

The neutron diffraction data were collected on a five detector

diffractometer at the National Bureau of Standards Reactor using a wavelength

of 1.55A. Soller slit collimators of angular divergences 10',20',1' were

used before and after the monochromator and before the detector. The sample
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.k7

container employed a flat plate geometry because of the high absorption of Dy

for thermal neutrons. Appropriate absorption and geometrical corrections were

made and the refinements were carried out using a modified Rietveld profile

. program [60]. The magnetic form factors for the Fe atom were taken from the

U literature [6], and those of Dy were calculated according to Stassis et al

[61]. Nuclear scattering lengths of 1.69 and 0.96 were taken for the Dy and

- Fe atoms, respectively.

C. RESULTS AND DISCUSSION

The crystal structure of DyFe will be described in the hexagonal form.
3

GNP In the unit cell of the structure, Dy atoms occupy two crystallographically

nonequivalent sites 3a(Dy I ) and 6c(DYi Fe atoms occupy three nonequivalent

sites 3b(Fe1 ), 6c(Fe11 ), and 18h(Fe11 1 ).

At both 4 and 295K, the neutron diffraction patterns show the presence of

a (003) peak indicating that the magnetic moments are not aligned along the

c-axis and have a component of moments in the basal plane. The nuclear

*B scattering of DyFe does not make any contribution to the (003) peak.
3

in the powder profile fitting, in order to avoid non unique values of the

- higily correlated Fe moments, we assumed the Fe moments on the nonequivalent

sites to be parallel and of equal magnitude, and allowed the Fe, Dy, and Dyl,

moments to rotate in the a-c plane. We found that this noncollinear model

gave a satisfactory fit to the data measured at and below room temperature.

Rotation of individual Fe or Dy, or Dye, moments around the c-axis,

constraining the others to the a-c plane, did not improve the fit.

The crystal and magnetic structure data are listed in Table XXI, and the

C latter are schematically shown in Figure 20. At aK, the Fe moments are

oriented 253.60 to the c-axis, the Dy1 and Dy. moments lie at 71 .8 and 51.50
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to the c-axis. The magnitudes of the Dy moments are close to the free ion

values 1,10.0 ± 3, and the Fe moment near the elemental value of 2.2 ji Within

3,'M
the limits of error the Dy moments on the two nonequivalent sites are the

same. At 295K, the Dy moments are significantly reduced, whereas the Fe V

41. moments are nearly the same as expected. At room temperature all moments lie

close to the basal plane. The magnetization per formula unit, 3.8 w,

, calculated from the moments of DyFe at 4K, is in good agreement with the3
observed value, 3.74 1 L517.

Arif et al r57] studied the Mossbauer spectrum of DyFe3 at 77K, and

suggested that the Fe moments at 77K lie in the a-c plane at approximately 260

out of the basal plane which is significantly different from our values of

16.4 and 12.20 out of the basal plane at 4 and 295K, respectively.

From Figure 20 it can be seen that the easy direction of Dy1 I lies closer

to the c-axis than that of Dyl. Under the competing interactions of exchange

and crystal field interactions, the Dy moments assume the positions shown with

. the Fe moments coupled antiferromagnetically to the Dy and oriented along an

intermediate direction. The rotation of moments as the temperature is raised

can be accounted for by the reduction in second, fourth, and sixth order

" crystal field terms which have different temperature dependences.
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TABLE XXI 0%

Crystal and magnetic structure data for DyFe3 .

Space group: R3m; Structure type: PuNi 3, hexagonal indexing.

4K 295K

..;IM{( O(M,c) IMI (L ) 6(M,c)

DyI  9.8** 71.80*** 6.9** 83.90***

Dy1 1  9.6 51.50 6.5 62.00

Fe 2.2 253.60 1.9 257.80

a(A) 5.115 5.125

m c(A) 24.508 24.578

X 1.37 1.27

Xnucl" 0.83 1.13

Xmagn. 2.14 1.62

X R /Re
weighted expected' etc.

**Moments in units of Bohr magnetrons, ± 0.2

***± 0.50
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